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This Product Information contains product performance assessed strictly according to our own test procedures 

and may not be compatible with results at end-users.  
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    Product features 

 

SS58-A230 
 

 
 

Â Solder alloy composition  : 62Sn 36Pb 2Ag     

Â Flux residue is washed easily with various cleaning solvent. 

Â PERFECT MELTING and wetting at fine pitch (>0.4mm pitch) and 

  micro components (>0.25mm dia. CSP, 1005 chip). 

Â Designed to prevent occurrence of HIDDEN PILLOW DEFECTS. 
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*1. Viscosity :   Malcom spiral type viscometer,PCU-205 at 25ºC 10rpm  

*2. Copper plate corrosion :  In accordance with IPC J-STD-004 

*3. Flux type :    According to IPC J-STD-004 

Application Printing - Stencil 

Product SS58-A230 

Alloy 

Alloy Composition (%) 62Sn 36Pb 2Ag 

Melting Point (ºC) 179-190 

Shape Spherical 

Particle size (µm) 20-38 

Flux 

Halide Content (%) 0.06 0.01 

Flux Type ROL1*3 

Product 

Flux Content (%) 10.5 0.5 

Viscosity*1  (Pa.s) 170 20 

Copper plate corrosion*2 Passed 

Tack Time >24 hours 

Shelf Life (below 10ºC) 6 months 

 

SS58-A230 
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Test condition; 

ÅStencil :  0.12mm thickness, laser cut stencil 

ÅPrinter :  Model YVP-Xg YAMAHA Motor 

ÅSqueegee :  Metal blade, Angle - 60º 

ÅPrint speed : 40 mm/sec   

ÅAtmosphere : 24~26 ºC  40~60%RH    

ÅTest pattern : BGA pad pattern - Diameter 0.30mm  

  0.4mm pitch QFP pad pattern 

Assures excellent print quality with BGA. 

  
1st print 10th print 

After 200 stroke 

10th print 

  BGA 

0.25mm dia. 

0.4mm pitch 

QFP 
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A newly developed flux formula has succeeded in delivering consistent long term printability by preventing 

excess viscosity drop due to shear thinning. Furthermore excessive increase  of viscosity due to the chemical 

reaction between solder powder and flux during print rolling, is also eliminated. 
 

    Viscosity variation 

Test condition 

ÅPrint (knead) solder paste on the sealed-up stencil continually up for 24 hours to observe viscosity variation.  

ÅSqueegee :  Metal blades 

ÅSqueegee angle :  60  ̄

ÅSqueegee speed :  30mm/sec. 

ÅPrint stroke : 300mm 

ÅPrinting environment : 24~26ºC, 40~60%RH 
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    Intermittent printability (Stencil idle time) 

Print solder paste continuously and stop to idle the paste for 60min. intervals, and resume the printing and observe the 

1st print result to verify intermittent printability.  

 
Test condition  

Å Squeegee :  Metal blades 

Å Squeegee angle :  60  ̄

Å Squeegee speed :  40mm/sec. 

Å Print stroke : 300mm 

Å Printing environment : 24~26ºC, 40~60%RH 
Å Test pattern : CSP pad pattern - Diameter 0.25mm 

 0.4mm pitch QFP pad pattern  

     Unique solvent formulation system assures extremely long stencil idle time, eliminating printing    

     faults and improving the process window and production yields. 

 

SS58-A230 
 

Initial After 60 min. 

  BGA 

0.25mm dia. 

0.4mm pitch 

QFP 
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Test conditions 

ÅMaterial : Glass epoxy FR-4 

ÅSurface treatment : OSP, 

ÅStencil thickness : 0.12mm (laser cut) 

ÅPad size : 0.30mm diameter 

  0.25mm diameter 

ÅComponent: 0.4mm pitch QFP(Sn100) 

ÅStencil aperture : 100% aperture opening to pad 

ÅHeat source : Hot air convection 

ÅZone structure :  5 pre-heat zones +2 peak zones 

ÅAtmosphere : Air 

ÅReflow profile : See the reflow profile on the right 

    Wetting test 
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Larger relative surface areas of solder paste exposed due to miniaturization of components , often cause incomplete 
melting due to excess oxidation during the reflow. An improved flux formula ensures complete coalescence by 
minimum deterioration of barrier performances . 
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    Anti-pillow test 

Test condition 

ÅMaterial : Glass epoxy FR-4 

ÅSurface treatment : OSP 

ÅStencil thickness : 0.12mm (laser cut) 

ÅPad size : 0.8 x 0.8mm diameter 

ÅComponent: 0.76mm ball Sn-Pb 

ÅStencil aperture : 100% aperture opening to pad 

ÅHeat source : Solder pod 250ºC  

Åmount interval: 10sec. 

good 

NG 

Drop a solder ball every 10 sec. after the solder paste 

has melted to see the heat durability of flux. 

10sec 30sec 50sec 

SS58-A230 

Other company 

Product 

SS58-A230 indicates much longer heat durability up to 50sec.The results demonstrates that SS58-A230 effectively 
prevents  the occurrence of head-in-pillow defects. 

 

SS58-A230 
 

Pillow defect 
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Test condition 

ÅMaterial : Glass epoxy FR-4 
ÅSurface treatment : OSP 
ÅStencil thickness : 0.12mm (laser cut) 
ÅComponents  PwTr,6330R (Sn 100)    
  BGA ball ï  SnPb 
ÅHeat source : Hot air convection 
ÅAtmosphere : Air 
ÅReflow profile : Same as ñWetting testò 

Pwtr 6330R BGA 

6330R 

BGA 

Pwtr 

     Specially formulated flux chemistry ensures extremely Low Voiding with BGA and broad contact area  

     components. 
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